December 3, 2001

[ -
MINING COMPANY

MEMORANDUM TO: Randall Breedon — USEPA Region VI
COPIES TO: file
John Galbavy, Esq.
FROM: Chris Gypton
SUBJECT: Results of October 2001 investigations; Apex Site Pond 2

Soils Sampling and Analysis

Introduction

This memorandum summarizes the activities and results of investigations at Hecla Mining
Company’s Apex Site described in the *Soil Sampling and Analysis Work Plan”, dated August 30,
2001, and submitted to USEPA Region Viil. [n general, the goal of the investigations was to
assess the extent of and potential for seepage migration from Pond 2. Detailed discussion of the
Apex Site’s background, along with the proposed sampling and analysis activities, are found in the
Work Plan and will not be re-iterated in this memo.

The Work Plan was approved by USEPA Region Vil on September 21, 2001. Site investigations

were started on October 1, 2001 and completed on October 3™. All laboratory testing was
completed by November 16, 2001.

Field Investigations

The field investigations were supervised by Chris Gypton (Hecla Mining Company). Sampling and
geotechnical logging was done by Doug Gibbs, P.E. (Monster Engineering), under contract with
Hecla. USEPA Region Vi was represented by Janice Pearson (Project Coordinator) and Randall
Breedon (Hydrologist).

All sampling was done with a conventional truck mounted drilling rig, using hollow flight augers and
dry core, shelby tube or split spoon type samplers. Hecla retained RC Exploration Drilling, Inc. to
provide the drilling services.

The Work Plan envisioned three (3) boreholes inside Pond 2 and one (1) borehole outside the
impoundment, adjacent o the existing evaporation ponds. After review of drilling conditions and
productivity, and discussion with USEPA, Hecla agreed to drill three (3) additional holes inside and
one (1) additional hole outside Pond 2. The approximate locations of the boreholes are shown on
Attachment B. Copies of the borehole logs are included in Attachment C. Representative samples
of the recovered core were taken after logging. The Table 1 summarizes the boreholes, sample
intervals and ID numbers:
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TABLE 1
Borehole and Sample ID’s

Borehole No. Sample Interval Sample ID Remarks
1001-1 50to 7.0t 1 Shelby tube

1001-1 85t09.0ft 2

1001-2 551t 3

1001-3 551t06.01t 4

1001-3 6.5t07.01t b

1001-4 n/a n/a No samples taken; refer to logs
1001-5 6.0 to 6.5 ft 8 '

1001-6 65t07.0ft 7

1001-7 80to9.0ft 8

1001-8 19.0ft 9

1001-8 24.0 ft 10

1001-8 25.0 ft 11

1001-8 26.0 ft 12

(For reference, borehales 1001-1 through 1001-4 were proposed in the Work Plan)

Lab Testing

The laboratory tests described in the Work Plan focused on determining the basic geotechnical
properties of the material contained in Pond 2 to aid in the scope definition of the final reclamation
plan. Hecla retained Strata, Inc. to provide the testing services. The proposed tests and their
ASTM standard designations are listed on Table 2.

TABLE 2

Laboratory Geotechnical Tests

Test ASTM Standard
Sieve Analysis ASTM C-136
Solids Specific Gravity ASTM D-854
Moisture Content ASTM D-2116
in-place Dry Density ASTM D-2937
Atterberg Limits (LL + PL) ASTM D-4318
Permeability (Falling Head) ASTM D-5856
Consolidation ASTM D-2435

The specific tests designated for each sample were determined in the field based on available
sample size and condition at time of collection and receipt at the lab. Consolidation tests were not
run on any samples due to recovery difficulties with the Shelby tube. Only one permeability test
was run on a re-molded specimen from borehole 1001-1, Sample No. 1,

During the field investigations USEPA suggested it would be beneficial if the magnitude of the
molsture retaining capability of the sediments underlying Pond 2 was known. Samples 9 through
12 from borehole 1001-8 were designated to be tested for this property. Based on input from
USEPA and discussions with Strata, Hecla specified ASTM D-3152, Capillary Moisture Relationship
Test for Fine Texture Soils for these samples. The results of these tests were inconclusive,
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The lab test results are included in Attachment D.

Data Interpretation

The primary objective of the field investigations was to determine the extent of and potential for
seepage migration from the impoundment. Based on observations during the sampling of
boreholes 1001-4 and 1001-8, no evidence of seepage migration into the soil could be identified.
The evidence from borehole 1001-4 is particularly compelling, as this hole was drilled adjacent to
the active seep (refer to Figure 1 in Attachment B). The precipitated salts left by the seepage in
the evaporation ponds are distinctly different in color than the native soils. No evidence of these
salts was noted at any interval in the borehole. Therefore, the absence of precipitated salts
indicates there has not been any seepage outside of the impoundment.

The logs for boreholes 1001-4 and 1001-8 indicate there is 10 to 18 feet of alluvial material
immediately underlying the impoundment. Beneath this zone is a layer of weathered bedrock,
containing silts and clays, that is at least 10 to 15 feet thick. Drilling through this zone became
more difficult with depth. At refusal the blow count exceeded 50 per foot, however the bottom of
the weathered bedrock zone had not been reached. Groundwater at the site is reported to be
found in fractured sedimentary rocks at a depth of 160 to 300 feet below the surface. This
weathered zone provides a barrier to the migration of both surface water and potential seepage
from the impoundment to groundwater.

The material inside the impoundment is very heterogeneous. Field observations of the borehole
samples indicate the texture, plasticity and amount of free liquid varies throughout the
impoundment. The lab tests confirm the field observations. The moisture content of the material
tends to increase with depth. The uniined lift of the impoundment dike is approximately 5 feet high.
The moisture content of the samples taken at a depth of 5 to 8 feet below the impoundment surface
ranged from 20 to 114 percent. Figure 2, in Attachment B, graphically depicts the spatial
arrangement of the moisture content.

The field observations also indicated no direct relationship between the presence of free liquid and
moisture content in the samples. Liquid cozed from the samples taken from boreholes 1001-1 and
1001-2, which had moisture contents of 107 percent and 43.4 percent respectively. The samples
taken from boreholes 1001-5 and 1001-6 exhibited no free fiquid, even though the moisture
contents were 103.9 percent and 114.0 percent. The samples closest to the seeps (boreholes
1001-2 and 1001-7) had the lowest moisture content values. The material in this area is relatively
coarser than the rest of the impoundment, and is likely to be more permeable.

One permeability test was run on a remolded sample from borehole 1001-1. At an estimated in-
place dry density of 43 pounds per cubic foot the permeability was 3.7 x 10° cm/sec, indicating
seepage though this material would be very low. However, the lab noted a decrease in moisture
content after completing the test, and believed the sample consolidated during testing. Therefore,
the actual permeability is likely to be higher than indicated.

The field observations and lab tests are insufficient to quantify the amount of free liquid that may
be expressed from the tailings, and potentially flow through the dike at the southwest seep. The
observed seepage rate appeared to be less than 0.2 gallons per minute.
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Conceptual Dewatering Plan

Removal of the remaining free water that could seep through the unlined lift of the impoundment
dike is an essential step towards final closure of Pond 2. Based on discussions with USEPA and
accounting for site conditions, the following design criteria were identified:

1. The system should be passive; and rely on gravity to convey seepage flows.
The existing evaporation ponds will be incorporated into the system.

The consolidation rate of the tailings should be increased to draw off the remaining
free water faster.

A limited network of perforated drainage pipes installed in the southwest quadrant of Pond 2 will
meet criteria 1 and 2. The piping would be installed at the elevation of the top of the lined portion
of the dike and slope towards the evaporation ponds. Pipe spaced should be about 20 feet on
center along the length of the active seep. This equates to 6 or 7 runs of pipe. The installation
could be done by either trenching or using a horizontal boring machine. Selection of the installation
method will be based on ease of construction, worker safety and environmental protection. The
apparent low seepage rate (< 0.2 gallons per minute) will not require large diameter pipe, therefore
pipe sizing will be based on ease of handling and the structural requirements of the installation
method.

Criteria 3 would be met by dumping piles of clean fill over the southwest one quarter to one third
of the impoundment. This would put a surcharge on the tailings and increase the rate of
consolidation. The fill material would [ater be incorporated into the final reclamation cover. Field
observations indicate it will not be necessary to surcharge the entire impoundment as the tailings
in the north half are very fine and exhibited no seepage even though the moisture content was in
excess of 100 percent.

The overall time frame for dewatering cannot be determined at this time. Hecla believes additional
testing is unlikely to economically provide a reasonable estimate. In lieu of additional testing, it is
proposed that the design of the dewatering system be completed and the overall plan implemented.
The flow rate from the drainage pipes can be measured periodically during the normal inspections
of the evaporation ponds. USEPA and Hecla can then mutually agree to the flow rate that indicates
the dewatering process is effectively complete.

Conceptually, the plan is composed of the following tasks, in relative order:

1. Evaluation of installation alternatives, and selection of the proposed alternative.

2. System component sizing and layout.

3. Evaluation of modifications to the existing evaporation ponds, if deem necessary.

4. Topographic survey of the impoundment, including establishing reference benchmarks.
5. Revisions to the existing inspection plan

6. Submittal of a design report to USEPA for review and/or approval

7. Procurement of materiais and construction services

8. System installation, including placing of the surcharge fill material

9. Submittal of an as-built report to USEPA.

10. On-going monitoring during the dewatering phase.

Development of the final reclamation plan and designs will proceed after installation of the
dewatering system, at a time mutually agreed to by USEPA and Hecla.
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Attachments

A. Daily Activity Reports
Borehole Locations

Drilling Logs

O o w

Geotechnical Lab Test Results
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GEOTECHNICAL ENGINEERING & MATERIALS TESTING
v

W. 280 Prairie Avenue, Coeur d'Alene, Idaho 83815
208 772-2428 [/ Fax 208 772-9968

November 14, 2001
Client No.: HECMO02
Project No.: $010168-1

Mr. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’ Alene TD 83815-8788

Project: Apex Pond 2 Soil Analysis
Date Received: October 5, 2001

Boring No./Depth:  1001-1 at 5.0° - 7.0°
Sample Number: 1

Description: Brown/Red Silty Clay (MH or OH)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
No. 100 100
No. 200 99.3
Specific Gravity = 3.58 (ASTM D-854)
As Received Moisture Content = 107.0% (ASTM D-2116)
In-Place Dry Density = 43.0 pef (ASTM D-2937)
Atterberg Limits: Liquid Limit = 83 (ASTM D-4318)
Plastic Limit = 31
Thank you,
STRATA, Inc.
Chris McKissen

Laboratory Supervisor
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GEOTEGHNICAL ENGINEERING & MATERIALS TESTING
v

W. 280 Prairie Avenue, Coeur d'Alene, Idaho 83815
208 772-2428 [ Fax 208 772-9968

November 14, 2001
Client No.: HECMO02
Project No.: S010168-1

Mr. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene ID 83815-8788

Project: Apex Pond 2 Soil Analysis

Date Recelved; October 5, 2001

Boring No./Depth: ~ 1001-1 at 8.5° — 9.0°

Sample Number: 2

Description: Red/Black Silty Clay (MH or OH)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
3/8” 100
No. 4 98
No. 8 98
No. 16 97
No. 30 97
No. 50 97
No. 100 96
No. 200 93.6
Specific Gravity = 3.73 (ASTM D-854)
As Received Moisture Content = 115.7% (ASTM D-2116)
Atterberg Limits: Liquid Limit = 76 (ASTM D-4318)
Plastic Limit = 21
Thank you,
STRATA, Inc.
Chris McKissen

Laboratory Supervisor

[DAHO « WASHINGTON ¢ OREGON « WYOMING « MONTANA « UTAK » HNEVADA



A~

@ S T RaTa
GEOTEGHNIGAL ENGINEERING & MATERIALS TESTING
v

W, 280 Prairie Avenue, Cosur d'Alene, Idaho 83815
208 772-2428 / Fax 208 772-9968
November 14, 2001

Client No.: HECM02
Project No.: S010168-1

Mr. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene ID 83815-8788

Project: Apex Pond 2 Soil Analysis
Date Received: October 5, 2001

Boring No./Depth: ~ 1001-2 at 5.5°

Sample Number: 3

Description: Red Silty Sand (SM)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
No. 16 100
No. 30 98
No. 50 94
No. 100 69
No. 200 46.7
Specific Gravity = 3.35 (ASTM D-854)
As Recerved Moisture Content = 43.4% (ASTM D-2116)
Atterberg Limits: Liquid Limit = Non-Obtainable (ASTM D-4318)
Plastic Limit = NP
Thank you,
STRATA, Inc.
Chris McKissen

- Laboratory Supervisor
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GEOTECHNICAL ENGINEERING & MATERIALS TESTING
v

W. 280 Prairie Avenue, Coeur d'Alene, Idaho 83815
208 772-2428 [/ Fax 208 772-9968

November 14, 2001
Client No.: HECM02
Project No.: S010168-1

Mr. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene I 83815-8788

Project: Apex Pond 2 Soil Analysis

Date Received: October 5, 2001

Boring No./Depth: ~ 1001-3 at 5.5” - 6.0°

Sample Number: 4

Description: Red/Orange Sandy Clay (MH or OH)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
W 100
3/8” 94
No. 4 90
No. 8 89
No. 16 87
No. 30 85
No. 50 83
No. 100 76
No. 200 66.1
Specific Gravity = 3.03 (ASTM D-854)
As Received Moisture Content = 52.1% (ASTM D-2116)
Atterberg Limits: Liquid Limit = 54 (ASTM D-4318)
Plastic Limit = 10
Thank you,
STRATA, Inc.
(% W st
Chris McKissen

Laboratory Supervisor
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GEOTECHNICAL ENGINEERING & MATERIALS TESTING
v

W. 280 Prairie Avenue, Coeur d’Alene, ldaho 83815
208 772-2428 [ Fax 208 772-9968
November 14, 2001

Client No.: HECMQ02
Project No.: S010168-1

Mr. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene TD 83815-8788

Project: Apex Pond 2 Soil Analysis

Date Received: October 5, 2001

Boring No./Depth:  1001-3 at 6.5 — 7.0°

Sample Number: 5

Description: Red/Orange Sandy Clay (MH or OH)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
v 100
3/8” 86
No. 4 85
No. 8 84
No. 16 82
No. 30 81
No. 50 81
No. 100 78
No. 200 72.5
Specific Gravity = 3.38 (ASTM D-854)
As Received Moisture Content = 61.8% (ASTM D-2116)
Atterberg Limits: Liquid Limit = 54 (ASTM D-4318)
Plastic Limit = 9
Thank you,
STRATA, Inc. -
2 m MVL
hris McKissen

Laboratory Supervisor
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GEQTECHNICAL ENGINEERING & MATERIALS TESTING
v

W, 260 Prairie Avenue, Cosur d'Alene, Idaho 83815
208 772-2428 / Fax 208 772-9968

Mr. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene 1D 83815-8788

November 14, 2001
Client No.: HECM02
Project No.: S010168-1

Project: Apex Pond 2 Soil Analysis

Date Received: October 5, 2001
Boring No./Depth:  1001-5 at 6.0° — 6.5’
Sample Number: 6

Description: Brown/Black Silty Clay (MH or OH)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
No. 100 100
No. 200 98.5
Specific Gravity = 3.39 (ASTM D-854)
As Received Moisture Content = 103.9% (ASTM D-2116)
Atterberg Limits: Liquid Limit = 82 (ASTM D-4318)
Plastic Limit = 30
Thank you,
STRATA, Inc.

1s McKissen
Laboratory Supervisor
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GEOTECHNICAL ENGINEERING & MATERIALS TESTING
v

W. 280 Prairie Avenue, Coeur d'Alene, [daho 83815
208 772-2428 [ Fax 208 772-9968

M. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene ID 83815-8788

November 14, 2001
Client No.: HECMO02
Project No.: S010168-1

Project; Apex Pond 2 Soil Analysis

Date Received: October 5, 2001
Boring No./Depth:  1001-6 at 6.5° - 7.0’
Sample Number: 7

Description: Green/Black Silty Clay (MH or OH)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
No. 50 100
No. 100 98
No. 200 96.3
Specific Gravity = 3.33 (ASTM D-854)
As Received Moisture Content = 114.0% (ASTM D-2116)
Atterberg Limits: Liquid Limit = 84 (ASTM D-4318)
Plastic Limit = 34 :
Thank you,
STRATA, Inc.
r W %«ﬂ&w
Chris McKissen

Laboratory Supervisor
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GEOTECHNICAL ENGINEERING & MATERIALS TESTING
v

W. 280 Prairie Avenue, Coeur d'Alene, Idaho 83815
208 772-2428 / Fax 208 772-9968
November 14, 2001

Client No.: HECM02
Project No.: S010168-1

Mr. Chris Gypton

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene ID 83815-8788

Project: Apex Pond 2 Soil Analysis
Date Received; October 3, 2001

Boring No./Depth: ~ 1001-7 at 8.0° - 9.0°

Sample Number: 8

Description: Red Orange Clayey Sand (SC)

Sieve Analysis (ASTM C-136)

Sieve Size Percent Passing
Y 100
e 86
3/8” 80
No. 4 66
No. 8 57
No. 16 51
No. 30 48
No. 50 46
No. 100 42
No. 200 36.1
Specific Gravity = 3.11 (ASTM D-854)
As Received Moisture Content = 20.1% (ASTM D-2116)
Aftterberg Limits: Liquid Limit = 27 (ASTM D-4318)
Plastic Limit = 8
Thank you,
STRATA, Inc.
hris McKissen

Laboratory Supervisor
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W, 280 Praine Avenue, Coeur d'Alene, Idaho 83815
208 772-2428 [ Fax 208 772 0068 November 14, 2001

Mr. Chris Gypton

Client No.: HECMO02
Project No.: S010168-1

Hecla Mining Company

6500 Mineral Drive

Coeur d’Alene ID 83815-8788

Project:
Date Received:

Apex Pond 2 Soil Analysis
October 5, 2001

Boring No./Depth:  1001-8 at 19.0°
Sample Number: 9
Specific Gravity = 2.63 (ASTM D-854)
As Received Moisture Content = 9.3% (ASTM D-2116)
In-Place Dry Density = 118.1 pef wax coated (ASTM D-2937)
Boring No./Depth:  1001-8 at 24.0°
Sample Number: 10
Specific Gravity = 2.63 (ASTM D-854)
As Received Moisture Content = 13.0% (ASTM D-2116)
In-Place Dry Density = 113.9 pef wax coated (ASTM D-2937)
Boring No./Depth:  1001-8 at 25.0°
Sample Number: 11
Specific Gravity = 2.70 (ASTM D-854)
As Received Moisture Content = 15.2% (ASTM D-2116)
In-Place Dry Density = 115.1 pef wax coated (ASTM D-2937)
Boring No./Depth:  1001-8 at 26.0°
Sample Number: 12
Specific Gravity = 2.68 (ASTM D-854)
As Received Motisture Content =  21.5% (ASTM D-2116)
In-Place Dry Density = 116.5 pef wax coated (ASTM D-2937)

Thank you,

ST A, Inc.

4
/N Figde
Chris McKissen

Laboratory Supervisor
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GEOTECHNICAL ENGINEERING & MATERIALS TESTING
v

W. 280 Prairie Avenue, Coeur d'Alene, Idaho 83815 November 14. 2001
3

208 772-2428 | Fax 208 772-G9%8 .
Client No.: HECM02
Project No.; S010168-1
Mr. Chris Gypton
Hecla Mining Company
6500 Mineral Drive
Coeur d’Alene 1D 83815-8788

RE: Remolded Permeability for Apex Pond #2
Description: Brown/Red Silty Clay (MH or OH)

Dear Mr. Gypton:

STRATA has completed testing on the sample delivered to our laboratory October 3,
2001 from the in place material on Apex Pond #2. Following are the test results.

The sample was remolded in three lifts and consolidated by rodding each lift ten times
with a 5/8” diameter rod.

The results of the Falling Head Permeability are as follows:

Method: ASTM D5856 (Falling Head)
Packing Dry Density: 43.0 pcf
Packing Moisture Content: 107.0 %

*Moisture Content after Test: 75.5%

Coefficient of Permeability: 3.7 x 10-6 cm/sec

* It is the opinion of STRATA that consolidation occurred during saturation period of
test.

Note: The above data was obtained under laboratory conditions and may not exactly
reflect actual field permeability. If you have any questions or require additional information,
please do not hesitate to call.

Thank you,
STRATA, Inc.

. 0 Gl
is McKissen
Laboratory Supervisor

IDAHO » WASHINGTON « OREGON « WYOMING « MONTANA « UTAH o NEVADA



CAPILLARY-MOISTURE RELATIONS

Apex Pond 2, Sample # 9
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TABLE CAPILLARY-MOISTURE

Strata Inc., APEX Pond 2

Sample # 9
Height m 0 1.03
Atm. bar 0 0.1
(3) 428 4449 4394
(5) 471 6.4 585
(7) 38.09 38090 38.09
(8) 1237 16.80 1536
(9 185 185 185
(10) 2287 31.07 2840
KEY:
() Refer to ASTM D 3152
{3) Weight of wet sample, g
(5) Weight of moisture, g
(7) Weight of dry sample,g

(8) Moisture content {5/7*%100)

517
0.5

43.29
52
38.09
13.65
1.85
2524

{9) Unit weight of dry sample, g/cc
(10) Moisture content volume percent (8*9)
laboratory ref,

34

10.3

429
4.81
38.09
12.63
1.85
2335

20.6

42.62
4.53
38.09
11.89
1.85
21.99

51.5
5

42.05
3.96
38.09
10.40
1.85
19.22

103
10

4143
334
38.09
8.77
1.85
16.21

155
15

41.02
2.93
38.09
7.69
1.85
1422
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Apex Pond 2, Sample # 10
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TABLE CAPILLARY-MOISTURE

Strata Inc., APEX Pond 2

Sample # 10
Height m 0 1.03
Atm. bar 0 0.1
(3) 427 4419 43.47
(5 5.45 694 622
(7) 3725 3725 3725
(8) 14.63 18.63 16.70
(9) 1.81 1.81 1.81
(10) 2646 33.69 3020
KEY:
() Refer to ASTMD 3152
(3) Weight of wet sample, g
(5) Weight of moisture, g
(7) Weight of dry sample,g

(8) Moisture content (5/7*100)

5.17
0.5

42.89
5.64
3725
15.14
1.81
2738

(9) Unit weight of dry sample, g/cc
(10) Moisture content volume percent (8*9)
laboratory ref.

23

10.3

42.58
533
37.25
14.31
1.81
25.88

20.6
2

42.29
5.04
37.25
13.53
1.81
24.47

51.5
5

41.7
4.45
37.25
11.95
1.81
21.60

103
10

41
3.75
37.25
10.07
1.81
1821

155
15

40.49
3.24
37.25
8.70
1.81
15.73



Apex Pond 2, Sample # 11

CAPILLARY-MOISTURE RELATIONS
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TABLE CAPILLARY-MOISTURE

Strata Inc., APEX Pond 2

Sample # 11

Height m 0 103
Atm. bar 0 0.1
(3) 43.67 4431 441
(5) 537 6.01 5.8
(7) 383 383 383
(8) 1402 1569 1514
(9) 186 186 1386
(10) 26.07 29.18 28.16
KEY:

() Refer to ASTM D 3152

(3) Weight of wet sample, g
(5) Weight of moisture, g
(7) Weight of dry sample,g

(8) Moisture content (5/7*100)

5.17
0.5

43.67
5.37
383

14.02
1.86

26.07

(9) Unit weight of dry sample, g/cc
(10) Moisture content volume percent (8*9)
laboratory ref.

2

10.3
1

43.44
5.14
38.3

13.42
1.86

24.95

20.6
2

43.21
491
383

12.82
1.86

23.84

51.5
5

42.74
4.44
383

11.59
1.86

21.56

103
10

42.18
3.88
383

10.13
1.86

18.84

155
15

41.75
3.45
383
9.01
1.86

16.75



CAPILLARY-MOISTURE RELATIONS

Apex Pond 2, Sample # 12
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TABLE CAPILLARY-MOISTURE

Strata Inc., APEX Pond 2

Sample # 12
Height m 0 1.03
Atm. bar 0 0.1
(3) 4604 4556 451
(5) 807 759 7.13
(7) 3797 3797 37.97
(8) 2125 19.99 18.78
(9 184 184 184
(10) 39.18 36.85 34.61
KEY:
() Refer to ASTM D 3152
(3) Weight of wet sample, g
(5) Weight of moisture, g
(7) Weight of dry sample,g

(8) Moisture content (5/7*100)

5.17
0.5

448
6.83
37.97
17.99
1.84
33.16

(9) Unit weight of dry sample, g/cc
(10) Moisture content volume percent (8*9)
laboratory ref.

42

10.3

44.46
6.49
37.97
17.09
1.84
31.51

206 515

2 3
4339 40.62
542 2.65
37.97 37.97
1427 6.98
1.84 1.84
2631 12.87

103
10

39.54
1.57
37.97
4.13
1.84
7.62

155
15

39.25
1.28
37.97
3.37
1.84
6.21
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